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METALLURGICAL INDEX 
 

KBM Index  
MET LAB Department Muskegon, Divisional                                              
 

NUMBER REV SUBJECT 
010 C Forging Specification 
015 M Packaging, Shipping and Material Identification 
020 C Chemical Requirements for Materials Used In-Process 
050 NEW Ceramic Balls 
110 NEW AISI 1050 (Construction Quality)  
111 C AISI 1050 (Construction Quality Modified) 
120 New Industry Standard Low Alloy Steels 
130 A AISI 4140 (Construction Quality) 
135 NEW AISI 4140H (Construction Quality) 
136 B AISI 4140 Special Quality 
137 NEW AISI 4140H Bearing Quality 
140 B AISI 4340 (Construction Quality) 
141 A AISI 4340 (Spec. BRG. Quality For ODRC) 
142 A AISI 4340 (Spec. BRG. Quality For ODRC) 
143 C AISI 4340 (Spec. BRG. Quality For ODRC) 
144 C AISI 4340 (Premium Quality) FROZEN PLAN 
145 E AISI 4340 (Bearing Quality) FROZEN PLAN 
146 B AISI 4340H (Bearing Quality) 
147 NEW AISI 4340 Premium Quality Steel (CEVM) 
150 C AISI 4150H (Construction Quality) 
152 H AISI 1552 (Construction Quality – Quench & Tempered) 

153 A AISI 1552 (Construction Quality) 
154 NEW AISI 1552 (Construction Quality – Normalized) 
155 E AISI 4150H (Bearing Quality( 
160 B AISI 8660H (Construction Quality) 
165 B AISI 8660H (Bearing Quality) 
200 G AISI M-50 (CEVM-Tool Steel) (AMS 6490) 
205 E Balls and Rollers M-50 (CEVM) Steel 
250 L AISI M-50 (VIM-VAR Tool Steel) FROZEN PLAN 
255 E Ball and Rollers M50 (VIM/VAR) Steel 
302 A AISI 302 (Corrosion Resistant)  
400 G 440C Stainless Steel (QQ-S-763 - AMS5630) 
401 NEW 440C Stainless Steel Vacuum Processed (ASTM A 756) 
405 D 440C Stainless Steel 
410 A 440C (Stainless Steel) 
450 E 440C (Stainless-CEVM)  



 
Page 2 of 2 

Created on November 9, 2001 By: Tina Hitsman 
For Intranet compliance. 
Last Edited: May 1, 2008 

455 D 440C Stainless Steel 
 
 

500 L 52100 (ASTM A-295) FROZEN PLAN 
501 G SAE 52100 Grade 1 (ASTM A-485) 
502 G SAE 52100 Grade 2 (ASTM A-485) 
503 F SAE 52100 Grade 3 (ASTM A-485) 
504 F SAE 52100 Grade 4 (ASTM A-485) 
505 F SAE 52100 
510 - OBSOLETE  SEE KBM 610 
600 K SAE 52100 (CEVM) FROZEN PLAN 
601 J SAE 52100 (CEVM-MOD 1) (ASTM A535) 
602 H SAE 52100 (CEVM-MOD 2) (ASTM A535) 
603 H SAE 52100 (CEVM-MOD 3) (ASTM A535) 
604 H SAE 52100 (CEVM-MOD 4) (ASTM A535) 
605 D SAE 52100 (CEVM) 
610 D SAE 52100 (Strokable Race P/N 20111) 
620 A 52100 Steel (VIM-VAR) 
700 D SAE 8620 (CEVM) (AMS 6276) 
710 C SAE 8620 (Bearing Quality) (AMS 6274/ASTM A534) 
720 B SAE 4620 (Bearing Quality) (AMS 6294)  
750 D SAE 9310 (CEVM) (AMS 6265) 
760 B SAE 9310 (Bearing Quality) (AMS 6260) 
800 D Cast Bronze for Bearing Separators FROZEN PLAN 
900 NEW 7079 Aluminum 

 
 


